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 TYPICAL TOP-MOUNTED HANDRAIL
(GUARDRAILS SHALL BE TOP OR SIDE MOUNTED AS SHOWN ON PLANS)

MIN. 

6'-0"

MAX. SPACING

1'-0"

  

 
SPACING PLAN''

SEE ``METAL HANDRAIL POST 

5"
(2‚" MIN. EMBEDMENT)

EXPANSION ANCHORS

S.S HILTI KWIKBOLT II

W/(4) •"~ X 3ƒ"

TFCo BASE FLG. #TBF-3.4

 TO CONCRETE WALL 

 TYPICAL TOP MOUNT CONNECTION 
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1.

LABORATORY TESTS TO CONFIRM COMPLIANCE.

THIS DIMENSION FOR THEIR SYSTEM AND PROVIDE PHYSICAL 

200LB LOAD WITHOUT LOOSENING. THE MANUFACTURER IS TO DETERMINE 

THE MID-RAIL AT A CORNER RETURN SHALL BE ABLE TO WITHSTAND A 

CANNONT PASS THROUGH THE OPENING.

SHALL BE A SIZE SUCH THAT A SPHERE OF 6 INCHES IN DIAMETER 

RISER, TREAD AND BOTTOM RAIL AT THE OPEN SIDE OF A STAIRWAY 

DIAMETER SHALL NOT PASS. THE TRIANGULAR OPENINGS FORMED BY THE 

ABOVE THE ADJACENT WALKING SURFACE, A SPHERE 8 INCHES IN 

A HEIGHT OF 34 INCHES. FROM A HEIGHT OF 34 INCHES TO 42 INCHES 

A 4-INCH DIAMETER SPHERE CANNOT PASS THROUGH ANY OPENING UP TO 

PICKETS AND INTERMEDIATE RAILINGS SHALL BE PROVIDED SUCH THAT 

THE TOP OF RAIL.

CONTINUOUS LENGTH MEASURED FROM END TO END OF RAIL,  ALONG

THE LENGTH OF THE METAL RAIL TO BE PAID FOR SHALL BE THE

QUALITY.

WITH ALUMINUM INPREGNATED CAULKING COMPOUND OF APPROVED

THE BOTTOM OF THE BASE PLATES SHALL BE THOROUGHLY COATED

STRUCTURAL WELDING CODE - ALUMINUM.

WELDING SHALL BE IN ACCORDANCE WITH THE CURRENT AWS

SAME PANEL.

RAILINGS ARE TO BE PLACED IN THE SAME LOCATION AND IN THE

EXPANSION AND/OR SPLICE JOINTS FOR EACH RAIL OF TWO

BE LOCATED AT LEAST 2'-0"  AWAY FROM CENTERLINE OF POST.

THE CENTERLINE OF ANY SPLICE AND/OR EXPANSION JOINT IS TO

ASTM A563.

LOWER ANCHOR ROD NUTS SHALL BE HEAVY STEEL HEX NUTS,  PER

A276 TYPE 302 OR 304 STAINLESS STEEL.

UPPER ANCHOR ROD NUTS SHALL BE HEAVY HEX NUTS,  PER ASTM

NOT CUT.

302 OR 304,  STAINLESS STEEL,  AND TREADS SHALL BE ROLLED,

ANCHOR RODS SHALL CONFORM TO ASTM SPECIFICATION A276 TYPE

SPECIFICATION A36.

ANCHOR PLATES SHALL BE STEEL CONFORMING TO ASTM

CURVATURE IN A UNIFORM MANNER ACCEPTABLE TO THE ENGINEER.

SHALL CONFORM WITHOUT BUCKLING OR KINKING TO THE REQUIRED

FORMED IN THE SHOP OR IN THE FIELD.  IN EITHER EVENT THE RAIL

MAY,  AT HIS OPTION,  HAVE THE REQUIRED CURVATURE IN THE RAIL

ON HORIZONTAL AND/OR VERTICAL CURVATURE,  THE CONTRACTOR

CURVED RAIL USAGE:  WHERE RAILS ARE TO BE USED ON BRIDGES

SHALL BE NICKED TO LOCK NUTS.

AFTER ANCHOR ROD NUTS HAVE BEEN TIGHTENED,  THREADS

SHOP INSPECTIONS ARE NOT REQUIRED.

CERTIFIED MILL REPORTS ARE REQUIRED FOR RAIL AND POSTS.

SHALL BE PLACED PARALLEL TO THE GRADE OF THE BRIDGE.

POSTS TO BE SET PERPENDICULAR TO TOP OF CURB AND RAILS

TYPE 302.

A276 TYPE 304.  STAINLESS STEEL WASHERS TO BE ASTM,  A276

STAINLESS STEEL BOLTS,  CAP SCREWS,  AND NUTS TO BE ASTM

PLATE TO BE ASTM B209,  ALLOY 6061-T6.

ALUMINUM PIPE TO BE ASTM B429,  ALLOY 6061-T6 AND BASE

IN POST SPACING PLAN.

JOINTS IN RAILING (SPLICE GAP)  SHALL BE LOCATED AS SHOWN

MAXIMUM SPACING
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 WALL RAIL ELEVATION 
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4•" MAX

1•" ~ SCH. 40

ALUMINUM PIPE

1•" ~ SCH. 40

ALUMINUM PIPE

1•" ~ SCH. 401•" ~ SCH. 40

Š"~ S.S.

CAP SCREW

SOCKET HEAD

Š"~ S.S

(3) …"~ X 3"

(1†" MIN. EMBEDMENT)

EXPANSION ANCHORS

S.S. HILTI KWIKBOLT II

(3) …"~ X 3"

#AWF

WALL FITTING

ADJUSTABLE
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 PICKET TO RAIL CONNECTION 

30 DURAMETER

NEOPRENE PLUG

FOR RAILS

ALUMINUM PIPE

1•" SCH. 40

FOR PICKETS

WITH .065" WALL

ALUMINUM TUBE ‡" O.D.

STAIR

5'-0" MAX. SPACING5'-0" MAX. SPACING
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 AT RAMPS, WALKWAYS & STAIRS 

 TYPICAL SIDE-MOUNTED HANDRAIL 

 2'-0" 

 1'-0" 

 6"  3" 

ALLOY 6061-T6

INSERT ROD,

…" ~ ALUMINUM RIVETS

EXPANSION JOINT.

RIVET ONLY ONE END OF

HEADS,  FLUSH WITH PIPE.

WITH COUNTERSUNK
2‹" O.D.  ALUMINUM

1" SPLICE GAP

 EXPANSION JOINT DETAIL 
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                       STANDARD NOTES

     METAL HANDRAILS SHALL BE IN ACCORDANCE WITH THE PLANS.  RAILS SHALL BE

RAIL SHALL BE SET NORMAL TO THE GRADE OF THE CURB, UNLESS OTHERWISE SHOWN

     BRIDGES SHALL BE BUILT ON THE GRADE OR VERTICAL CURVE SHOWN ON PLANS.

SLABS, CURBS AND PARAPETS SHALL CONFORM TO THE GRADE OR CURVE.

     ALL DIMENSIONS WHICH ARE GIVEN IN SECTION AND ARE AFFECTED BY DEAD LOAD

ON PLANS.  IN SETTING FORMS FOR STEEL BEAM BRIDGES AND PRESTRESSED CONCRETE

GIRDER BRIDGES, ADJUSTMENTS SHALL BE MADE DUE TO THE DEAD LOAD DEFLECTIONS

FOR THE ELEVATIONS SHOWN.  WHERE BLOCKS ARE SHOWN OVER BEAMS FOR BUILDING

UP TO THE SLAB, THE VERTICAL DIMENSIONS OF THE BLOCKS SHALL BE ADJUSTED

ORDINATE, AND ACTUAL BEAM CAMBER.  WHERE BOTTOM OF SLAB IS IN LINE WITH 

BOTTOM OF TOP FLANGES, DEPTH OF SLAB BETWEEN BEARINGS SHALL BE ADJUSTED 

TO COMPENSATE FOR DEAD LOAD DEFLECTION, VERTICAL CURVE ORDINATE, AND 

ACTUAL BEAM CAMBER.

     IN SETTING FALSEWORK AND FORMS FOR REINFORCED CONCRETE SPANS, AN 

AND PERMANENT CAMBER WHICH SHALL BE PROVIDED FOR IN ADDITION TO THE

ELEVATIONS SHOWN.  AFTER REMOVAL OF THE FALSEWORK, THE FINISHED STRUCTURES

SHALL CONFORM TO THE PROFILE AND ELEVATIONS SHOWN ON THE PLANS AND

CONSTRUCTION ELEVATIONS FURNISHED BY THE ENGINEER.

INDICATED ON THE PLANS.  WHEN BAR SUPPORT PIECES ARE PLACED IN CONTINUOUS

LINES, THEY SHALL BE SO PLACED THAT THE ENDS OF THE SUPPORTING WIRES SHALL

BE LAPPED TO LOCK LEGS ON ADJOINING PIECES.

STRUCTURAL STEEL:

SUBSTITUTE FOR THE COVER PLATES DESIGNATED ON THE PLANS COVER PLATES OF THE

EQUIVALENT AREA PROVIDED THESE PLATES ARE AT LEAST 5/16" IN THICKNESS AND

DO NOT EXCEED A WIDTH EQUAL TO THE FLANGE WIDTH LESS 2" OR A THICKNESS

EQUAL TO 2 TIMES THE FLANGE THICKNESS.  THE SIZE OF FILLET WELDS SHALL CONFORM

ELECTROSLAG WELDING WILL NOT BE PERMITTED.

ROUNDED BY SUITABLE MEANS TO A RADIUS OF APPROXIMATELY 1/16 INCH OR

ETC. IN CASTING SUPERSTRUCTURES:

ALLOWANCE FOR DEAD LOAD DEFLECTION, SETTLEMENT, 

DEFLECTIONS ARE DIMENSIONS AT CENTER LINE OF BEARING UNLESS OTHERWISE NOTED

REINFORCING STEEL:

     WIRE BAR SUPPORTS SHALL BE PROVIDED FOR REINFORCING STEEL WHERE

     EXCEPT AT THE INTERIOR SUPPORTS OF CONTINUOUS BEAMS WHERE THE COVER

      WITH THE SOLE EXCEPTION OF EDGES AT SURFACES WHICH BEAR ON OTHER 

     AT THE CONTRACTOR’S OPTION, HE MAY SUBSTITUTE 7/8" ~ SHEAR STUDS FOR THE

STUDS FOR 4 - 3/4" ~ STUDS.  STUDS OF THE LENGTH SPECIFIED ON THE PLANS MUST

ALONG THE BEAM AS SHOWN FOR 3/4" ~ STUDS BASED ON THE RATIO OF 3 - 7/8" ~

BE PROVIDED.  THE MAXIMUM SPACING SHALL BE 2’-O".

THE RATE OF 3 - 7/8" ~ STUDS FOR 4 - 3/4" ~ STUDS, AND STUD SPACING CHANGES

SHALL BE MADE AS NECESSARY TO PROVIDE THE SAME EQUIVALENT NUMBER OF 7/8" ~ STUDS

PLATE IS IN CONTACT WITH BEARING PLATE, THE CONTRACTOR MAY, AT HIS OPTION,

OR METALLIZING.

EQUIVALENT FLAT SURFACE AT A SUITABLE ANGLE PRIOR TO PAINTING, GALVANIZING,

     METAL STANDARDS AND FACES OF THE CONCRETE END POSTS FOR THE METAL

HANDRAILS AND POSTS:

SPECIFICATIONS ARTICLE 105-4.

OVER NOTES HEREON, AND SPECIAL PROVISIONS SHALL GOVERN OVER ALL.  SEE 

GOVERN OVER THE SPECIFICATIONS, BUT THE REMAINDER OF THE PLANS SHALL GOVERN 

     GENERALLY, IN CASE OF DISCREPANCY, THIS STANDARD SHEET OF NOTES SHALL

SPECIAL NOTES:

AS MANUFACTURED FOR BRIDGE RAILING.  CASTINGS SHALL BE OF A UNIFORM APPEARANCE.

FINS AND OTHER DEFORMATIONS RESULTING FROM CASTING OR OTHERWISE SHALL BE 

REMOVED IN A MANNER SO THAT A UNIFORM COLORING OF THE COMPLETED CASTING SHALL  

NOT BE ACCEPTED. CERTIFIED MILL REPORTS ARE REQUIRED FOR METAL RAILS AND POSTS.

ON PLANS.  THE METAL RAIL AND TOPS OF CONCRETE POSTS USED WITH THE ALUMINUM

RAIL SHALL BE BUILT PARALLEL TO THE GRADE OF THE CURB.

STRESS IN EXTREME FIBER OF

IMPACT ALLOWANCE

LIVE LOAD - - - - - - - - - - - - - - - - -

- - - - - - - - - - - - - -

27,000 LBS. PER SQ. IN.

20,000 LBS. PER SQ. IN.

DESIGN DATA:

SPECIFICATIONS - - - - - - - - - - - - - - -

BE OBTAINED. CASTINGS WITH DISCOLORATIONS OR OF NON-UNIFORM COLORING WILL

JANUARY, 1990

    DOWELS WHEN INDICATED ON PLANS AS FOR CULVERT EXTENSIONS, SHALL

DOWELS:

MATERIAL AND WORKMANSHIP:

    UNLESS OTHERWISE REQUIRED ON PLANS, CLASS A CONCRETE SHALL BE

CONCRETE:

 1,800 LBS. PER SQ. IN.

EQUIVALENT FLUID PRESSURE OF EARTH - - - - -

      (MINIMUM)

    30 LBS. PER CU. FT.

   375 LBS. PER SQ. IN.- - - -OF TIMBER

COMPRESSION PERPENDICULAR TO GRAIN

PROVISIONS,  ALL MATERIAL AND WORKMANSHIP SHALL BE IN ACCORDANCE WITH

TOP CORNERS OF CURBS MAY BE ROUNDED TO 1-1/2" RADIUS WHICH IS BUILT

INTO CURB FORMS;  CORNERS OF TRANSVERSE FLOOR EXPANSION JOINTS 

SHALL BE ROUNDED WITH A 1/4" FINISHING TOOL UNLESS OTHERWISE REQUIRED

ON PLANS; AND CORNERS OF EXPANSION JOINTS IN THE ROADWAY FACES

CONCRETE IN COMPRESSION

CONCRETE IN SHEAR - - - - - - - - - - - - -

 - - - - - - - - - -  1,200 LBS. PER SQ. IN.

SEE A.A.S.H.T.O.

    EXCEPT AS MAY OTHERWISE BE SPECIFIED ON PLANS OR IN THE SPECIAL

N. C. DEPARTMENT OF TRANSPORTATION.

USED FOR ALL PORTIONS OF ALL STRUCTURES WITH THE EXCEPTION THAT:

CLASS AA CONCRETE SHALL BE USED IN BRIDGE SUPERSTRUCTURES,

CONCRETE CHAMFERS:

    UNLESS OTHERWISE NOTED ON THE PLANS, ALL EXPOSED CORNERS ON 

STRUCTURES SHALL BE CHAMFERED 3/4" WITH THE FOLLOWING EXCEPTIONS:

AND TOPS OF CURBS AND SIDEWALKS SHALL BE ROUNDED TO A 1/4" RADIUS

WITH A FINISHING STONE OR TOOL UNLESS OTHERWISE REQUIRED ON PLANS.

BE EMBEDDED AT LEAST 12" INTO THE OLD CONCRETE AND GROUTED INTO 

GRADE 60 24,000 LBS. PER SQ. IN.

REINFORCING STEEL IN TENSION

27,000 LBS. PER SQ. IN.

- -

SURFACES,ALL SHARP EDGES AND ENDS OF SHAPES AND PLATES SHALL BE SLIGHTLY

PLACE WITH 1:2 CEMENT MORTAR.

- - - - -

ALLOWANCE SHALL BE MADE FOR DEAD LOAD DEFLECTIONS, SETTLEMENT OF FALSEWORK,

TO THE REQUIREMENTS OF THE CURRENT ANSI/AASHTO/AWS " BRIDGE WELDING CODE".

BETWEEN BEARINGS TO COMPENSATE FOR DEAD LOAD DEFLECTIONS, VERTICAL CURVE

�" ~ STUDS SPECIFIED ON THE PLANS.  THIS SUBSTITUTION SHALL BE MADE AT

  STRUCTURAL STEEL - AASHTO M270 GRADE 36  -

- AASHTO M270 GRADE 50W -

- AASHTO M270 GRADE 50 -

REV. 6-16-95   EEM  ( ) RGW

ENGLISH

REV. 8-16-99   RWW  ( ) LES

REV.  5-7-03  RWW  ( ) JTE

THE 2012 ‘‘STANDARD SPECIFICATIONS FOR ROADS AND STRUCTURES" OF THE

REV.  5-1-06  TLA  ( ) GM

11/7/2017

matt.tom

\\USRAL3FP001\Data\Morrisville\Jobs3\W-5522 Trinity Rd Ped\W5522\Structures\Cadd\410_SN.dgn

ABUTMENT BACKWALLS, AND APPROACH SLABS; AND CLASS B CONCRETE SHALL

BE USED FOR SLOPE PROTECTION AND RIP RAP.

     ALL REINFORCING STEEL SHALL BE DEFORMED.  DIMENSIONS RELATIVE TO

PLACEMENT OF REINFORCING ARE TO CENTERS OF BARS UNLESS OTHERWISE INDICATED

IN THE PLANS.  DIMENSIONS ON BAR DETAILS ARE TO CENTERS OF BARS OR ARE OUT

TO OUT AS INDICATED ON PLANS.

STD. NO. SN
REV.  10-1-11  MAA  ( ) GM

SEE A.A.S.H.T.O.

 

SEE PLANS

 

A.A.S.H.T.O. (CURRENT)

  UNTREATED - EXTREME FIBER STRESS

 

STRUCTURAL TIMBER - TREATED OR

BE HOT ROLLED.

    STEEL SHEET PILING FOR PERMANENT OR TEMPORARY APPLICATIONS SHALL

FALSEWORK OR FORMS IS STARTED.

BE SUBMITTED TO THE ENGINEER FOR APPROVAL BEFORE CONSTRUCTION OF THE 

AND ANY STRUCTURE OR PARTS OF A STRUCTURE AS NOTED ON THE PLANS SHALL 

     DETAILED DRAWINGS FOR FALSEWORK OR FORMS FOR BRIDGE SUPERSTRUCTURE


